SECAGEM DE BLOCOS COM CANAIS RADICULARES SIMULADOS DE RESINA FENÓLICA COM CONES DE PAPEL ABSORVENTE E ESTUFA
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RESUMO

O objetivo deste trabalho foi determinar os pesos e a diferença dos pesos em blocos de resina fenólica umedecidos, secagem dos mesmos blocos com papel absorvente e secagem dos blocos em estufa para esterilização de instrumental odontológico. Utilizaram 20 blocos com canais simulados de resina fenólica e numerados de um a vinte. Os blocos foram colocados para hidratação em frascos com água destilada durante 1 semana e, após, retirados para pesagem em balança analítica digital constituindo o peso umedecido do bloco (Pu). Procedeu-se secagem dos blocos externamente com gaze hidrófila e, internamente com cones de papel absorvente sendo posteriormente pesados representando o peso do bloco com cone de papel absorvente (Pa) em balança analítica digital. A seguir, os blocos foram secos em estufa durante 2 horas a 1000C e pesados novamente após secagem na estufa (Pe). Após, obtidos os valores Pu, Pa e Pe de cada bloco realizou-se tomada de diferença de pesos por meio da subtração do primeiro peso pelo segundo (Pu - Pa), do primeiro pelo terceiro (Pu-Pe) e do segundo pelo terceiro (Pa-Pe).Os dados foram avaliados em termos de inferência estatística, ao nível de significância de 5% por meio do programa BioEstat 5.0. Concluíram que, os blocos apresentaram em ordem decrescente de peso em gramas, a saber: blocos umedecidos, blocos secos com cones de papel absorvente e blocos secos com cones de papel absorvente e estufa. A secagem dos blocos em estufa é de importância para testar remoção maior de líquidos do interior do canal radicular simulado.
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ABSTRACTParte superior do formulário
The objective of this study was determine the weights and the difference of the weights in blocks of phenolic resin wet, drying of the same blocks with absorbent paper and drying of the blocks in the oven sterilization in 20 blocks containing phenolic resin simulated canals and numbered from one to twenty. These blocks were placed in bottles for hydration with distilled water for 1 week. After the blocks were removed of the bottle and weighing in digital analytical balance (Pu). Afterwards the blocks were to drying externally with hydrophilic gauze and root canal internally with absorbent paper points (Pa) performed on an analytical balance digital. Thereafter the blocks were taken drying in greenhouse at 1000C during 2 hours and weighed again in digital analytical balance (Pe). Once obtained the values ​​Pu, Pa and Pe of each block which were recorded in a chart has been performed making difference in weight by subtracting the first weight by the second (Pu - Pa), the first for the third (Pu-Pe ) and the second from the third (Pa-Pe). The values ​​obtained were evaluated in terms of statistical inference, the significance level of 5%. It was concluded that the blocks, in descending order of weight in grams, namely: wet blocks, blocks with dry absorbent paper points and blocks dried with absorbent paper points and oven sterilization.The drying of the blocks in an oven dry is very important to test the removal of most of the liquid inside the simulated root canal.

